
Pototype sheets for Weld Quality Workmanship Standard

Weld does not fill radius              
=                                     

Unacceptable (Undersize)

Underfilled flare-bevel  
= 

Excessive concavity

Flare-groove welds =A groove formed when one member of the 
joint has a radius.
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