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4.3.6 Special test weldments may be used for procedure qualification, when permitted by the Referencing Document,
‘and shall be governed by the limits on qualification vaiables given in 4.14, Procedure Qualification Variables.

4.3.7 This specification recognizes two types of special test weldments:

(1) Simulated Service Test Weldments. These are test weldments in which qualification requires tests simulating ser-
vice conditions. Tests may include fracture toughness, flexural, and/or static, or cyclic loading to simulate the type of
loading that the weldment will encounter in service. Proof tests such as hydrostatic or leak tests may also be appropriate.

(2) Prototype Structure Test Weldments. These are test weldments in which a prototype of the actual weldment s sub-
jected o field tests in which it is loaded and demonstrated to perform the function for which it was designed.
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for pipe welding and vice versa. The dimensions of the test coupon shall be sufficient (o provide the required test speci
mens (see Annex A
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4.6 Special Test Weldment Acceptance Criteria

‘Special test weldments shall be examined and tested as specified by the Referencing Document. When a test in Table 4.1
is specified by the Referencing Document, the acceptance criteria shall be as required in this specification. The criteria
for other tests shall be as specified in the Referencing Document.





