
Pototype sheets for Weld Quality Workmanship Standard

Undercut
 Definition: A groove cut at the toe of the weld by the welding arc and left 

unfilled. Depth of undercut shall not exceed 1/32".

Undercut example

Undercut example (Notching)

Depth of undercut
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